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MANUFACTURING PROCESS FLOW DIAGRAM

Receiving raw materials
like Pig iron, metal scrap
and alloys

Samples are cut for further
examination like
microstructure, hardness
and mechanical tests

Metal Rolls are then
passed onto the Maching
shopfor machinng
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Melting of approved
material in Induction
furnaces at high
temperature

Heat treatment of specific
Metal Rolls toenhance
their mechanical
properties

Ltrasonic tests are
performed to reveal latent
defects inthe Rolls
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Chemical analysis of
samples from each heat

Tapping molten metal into
the moulds for
static/centrifugal casting

Special wooden packing is
done to the Metal Rolls




